
 

Figure 1. Cartilaginous microtissue formation in different shapes. (A) Circular, triangular and 
square-shaped ECM deposition shows nuclei (blue), f-actin (red) and collagen type II (green) 
formation on day 3 and day 28. (B) Immunohistochemical staining of collagen type II (brown) and 
polarized light microscopy images indicate collagen alignment within cartilaginous microtissues 
following the predefined shapes. (C) Hematoxylin-eosin staining demonstrates upward 
microtissue growth on days 7, 14, and 28.  

 


